[image: image1.png]



CEN/TC 104/SC 8 N 910

- 2 -

	[image: image1.png]
AFNOR-NORMALISATION Unity

Construction and Water Cycle Department

Your Correspondent : Eva CONTIVAL

Direct line : + 33 (0)1 41 62 82 87

eva.contival@afnor.org

Secretary : Isabelle BOUTE

Direct line : + 33 (0)1 41 62 84 62

isabelle.boute@afnor.org
	« Protection and repairs of concrete structures »

CEN/TC 104/SC 8 N  910



	6th September 2006
	


	SYMBOL 151 \f "Wingdings" SYMBOL 150 \f "Wingdings"

Draft agenda 

of the 28th meeting of CEN/TC 104/SC 8 

to be held at

BSI (Room 512)

London (United-kingdom)

389 Chiswick High Road

London W4 4AL

on Thursday 5th October 2006

(10 a.m. to 4.3O p.m.)
SYMBOL 151 \f "Wingdings" SYMBOL 150 \f "Wingdings"



Draft agenda of the 28th meeting of CEN/TC 104/SC 8 
to be held at BSI (London) on 5th October 2006

	
	
	

	1
	(
	Opening of the meeting (10  a.m.)

	
	
	

	
	
	

	2
	(
	Roll call of delegates

	
	
	

	
	
	

	3
	(
	Appointment of the drafting committee for the resolutions

	
	
	

	
	
	

	4
	(
	Adoption of the draft agenda (CEN/TC 104/SC 8 N 910)

	
	
	

	
	
	

	5
	(
	Approval of the minutes of the 27th SC 8 meeting held in BRUSSELS (CEN) on 4th and 5th May 2006 

(CEN/TC 104/SC 8 PV 27 E)

	
	
	

	
	
	

	6
	(
	Report of Secretariat

	6.1

6.2

6.3
	(
(
(
	Work progress

Review of European Standards:

ENV 1504-9: 1997 – General principles

EN 1766: 2000 – Reference concretes for testing

EN 12192-1:2002 – Granulometry analysis 

EN 1767:1999 – Infrared analysis

EN 1877-1: 2000 – Epoxy equivalent

EN 12189:1999 – Open time

EN 12190: 1998 – Compressive strength of repair mortar

EN 1770: 1998 – Coefficient of thermal expansion

EN 13294: 2002 – Stiffening time

EN 13057: 2002 – Capillary absorption

EN 13687-1: 2002 – Freeze-thaw cycling with de-icing salt immersion

EN 13395-1: 2002 – Test for flow of thixotropic mortars

EN 1542:1999 – Bond strength by pull-off

EN 12188: 1999 – Adhesion steel-to-steel

EN 12636: 1999 – Adhesion concrete to concrete

EN 12615: 1999 – Slant shear strength

EN 1799: 1998 – Suitability of structural bonding agents

EN 13733: 2002 – Durability of structural bonding agent

EN 1543: 1998 – Tensile strength development for polymers

EN 12192-2: 1999 – Granulomety analysis 

EN 1877-2: 2000 – Amine functions using the total basicity number

EN 12617-3: 2002 – Early age linear shrinkage

EN 12617-4: 2002 – Shrinkage and expansion

EN 13687-2: 2002 – Thunder-shower cycling (thermal shock)

EN 13687-3: 2002 – Thermal cycling without de-icing salt impact

EN 13395-2: 2002 – Workability – Test for flow of grout or mortar

EN 13395-3: 2002 – Test for flow of repair concrete

EN 13395-4: 2002  - Application of repair mortar overhead

EN 13579: 2002 – Drying test for hydrophobic impregnation

EN 13580:2002 – Water absorption  and resistance to alkali

EN 13581: 2002 – Loss of mass of hydrophobic impregnated concrete

EN 13687-4: 2002 – Dry thermal cycling

EN 13687-5: 2002 – Resistance to temperature shock

Future activities, new European standards…

	
	
	

	
	
	

	7
	(
	Drafting of prEN 1504-9 “General principles for the use of products and systems” (CEN/TC 104/SC 8 N 892 Rev.1)

	
	
	

	
	
	

	8
	(
	Other topics


	
	
	

	8.1
	(
	Mandate M/366 concerning the execution of standardisation work for the “development of horizontal standardised assessment methods for harmonised approaches relating to dangerous substances under the Construction Products Directive (CPD)” and CEN/TC 351

	
	
	

	8.2

8.3
	(
(
	Construction – Products in contact with drinking water: Mr STOECKL

Notified Bodies

	
	
	

	9
	(
	ISO/TC 71

Liaison with ISO/TC 71/SC 7  “Maintenance and repair of concrete structures” 

	
	
	

	
	
	

	10
	(
	Approval of the resolutions

	
	
	

	
	
	

	11
	(
	Date and place of the next meetings

	
	
	

	
	
	

	11.1

11.2
	(
(
	CEN/TC 104/SC 8 meetings in 2007

CEN/TC 104 plenary meeting: in Stockholm on 14th and 15th June 2007

	
	
	

	
	
	

	12
	(
	Closure of the meeting
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