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CEN/TC 104/SC 8 
WORK PROGRESS 

 
 
1- PUBLISHED 
 
 
EN 1504-1  DEFINITIONS        DATE OF ACCEPTANCE: 20 DECEMBER 1997 
 
ENV 1504-9  GENERAL PRINCIPLES      DATE OF ACCEPTANCE: 23 JULY 1997 
 
EN 1542  BOND STRENGTH BY PULL-OFF     DATE OF ACCEPTANCE: 8 MARCH 1999 
 
EN 1543  TENSILE STRENGTH      DATE OF ACCEPTANCE: 20 DECEMBER 1997 
 
EN 1766  REFERENCE CONCRETES      DATE OF ACCEPTANCE: 30 JULY 1999 
 
EN 1767  INFRARED ANALYSIS      DATE OF ACCEPTANCE: 2 MAY 1999 
 
EN 1770  COEFFICIENT OF THERMAL EXPANSION   DATE OF ACCEPTANCE: 22 FEBRUARY 1998 
 
EN 1799  SUITABILITY        DATE OF ACCEPTANCE: 29 NOVEMBER 1998 
 
EN 1877-1  EPOXIDE EQUIVALENT      DATE OF ACCEPTANCE: 23 MAY 2000 
 
EN 1877-2  AMINE FUNCTION       DATE OF ACCEPTANCE: 23 MAY 2000 
 
EN 12188  ADHESION STEEL TO STEEL     DATE OF ACCEPTANCE: 16 APRIL 1999 
 
EN 12189  OPEN TIME        DATE OF ACCEPTANCE: 16 APRIL 1999 
 
EN 12190  COMPRESSIVE STRENGTH     DATE OF ACCEPTANCE: 2 OCTOBER 1998 
 
EN 12192-1  GRANULOMETRY SIZE GRADING    DATE OF ACCEPTANCE: 4 JANUARY 2002 
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EN 12192-2  GRANULOMETRY SIZE GRADING    DATE OF ACCEPTANCE: 16 APRIL 1999 
 
EN 12615  SLANT SHEAR STRENGTH     DATE OF ACCEPTANCE: 16 APRIL 1999 
 
EN 12617-1   LINEAR SHRINKAGE      DATE OF ACCEPTANCE: 3 MARCH 2003 
 
EN 12617-3  EARLY AGE LINEAR SHRINKAGE    DATE OF ACCEPTANCE: 4 JANUARY 2002 
 
EN 12617-4  SHRINKAGE        DATE OF ACCEPTANCE: 4 JANUARY 2002 
 
EN 12618-1  ELONGATION CAPACITY OF DUCTILE INJECTION PROD DATE OF ACCEPTANCE: 7 MAY 2003 
 
EN 12636  ADHESION CONCRETE TO CONCRETE    DATE OF ACCEPTANCE: 16 APRIL 1999 
 
EN 13057  CAPILLARY ABSORPTION      DATE OF ACCEPTANCE: 4 JANUARY 2002 
 
EN 13062  THIXOTROPY       DATE OF ACCEPTANCE: 14 MARCH 2003 
 
EN 13294  STIFFENING TIME       DATE OF ACCEPTANCE: 4 JANUARY 2002 
 
EN 13395-1 to 3 WORKABILITY       DATE OF ACCEPTANCE: 4 JANUARY 2002 
 
EN 13395-4  APPLICATION OVERHEAD      DATE OF ACCEPTANCE: 4 JANUARY 2002 
 
EN 13412  MODULUS ELASTICITY IN COMPRESSION   DATE OF ACCEPTANCE: 27 DECEMBER 2001 
 
EN 13529  RESISTANCE TO SEVERE CHEMICAL ATTACK   DATE OF ACCEPTANCE: 1 AUGUST 2003 
 
EN 13579  DRYING TEST FOR HYDROPHOBIC IMPREGNATION  DATE OF ACCEPTANCE: 23 DECEMBER 2001 
 
EN 13580  WATER ABSORPTION AND RESISTANCE TO ALKALI  DATE OF ACCEPTANCE: 23 DECEMBER 2001 
 
EN 13581  LOSS OF MASS AFTER FREEZE THAW SALT STRESS DATE OF ACCEPTANCE: 23 DECEMBER 2001 
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EN 13584  CREEP IN COMPRESSION      DATE OF ACCEPTANCE: 12 JUNE 2003 
 
EN 13687-1 to 5 THERMAL COMPATIBILITY     DATE OF ACCEPTANCE: 23 DECEMBER 2001 
 
EN 13733  DURABILITY OF STRUCTURAL BONDING AGENTS  DATE OF ACCEPTANCE: 30 DECEMBER 2001 
 
EN 13894-1  FATIGUE – PART 1: DURING CURE    DATE OF ACCEPTANCE: 10 JULY 2003 
 
EN 13894-2  FATIGUE – PART 2 : AFTER HARDENING   DATE OF ACCEPTANCE: 11 JULY 2002 
 
 
2- FORMAL VOTE AND UAP 
 
 
PrEN 1504-10 SITE APPLICATION OF PRODUCTS   SENT TO CMC FOR PUBLICATION: 2 SEPTEMBER 2003 
 
 
PrEN 12637-3 COMPATIBILITY WITH ELASTOMER    APPROVED: 15 JULY 2003 
 
PrEN 13578  COMPATIBILITY ON WET CONCRETE    APPROVED: 15 JULY 2003 
 
PrEN 14068  DETERMINATION OF WATERTIGHTNESS   APPROVED: 8 JULY 2003 
 
PrEN 1771  INJECTABILITY AND SPLITTING TEST    UAP: 19 DECEMBER 2003 
 
PrEN 12614  GLASS TRANSITION TEMPERATURES    UAP: 19 DECEMBER 2003 
 
PrEN 12617-2  VOLUMETRIC SHRINKAGE     UAP: 19 DECEMBER 2003 
 
PrEN 12618-2 ADHESION BY TENSILE BOND STRENGTH   UAP: 19 DECEMBER 2003 
 
PrEN 12618-3 ADHESION BY SLANT SHEAR STRENGTH   UAP: 19 DECEMBER 2003 
 
PrEN 12637-1 COMPATIBILITY WITH CONCRETE    UAP: 19 DECEMBER 2003 
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3- CEN ENQUIRY 
 
 
PrhEN 1504-2 SURFACE PROTECTION SYSTEMS   TO BE SENT TO FORMAL VOTE 
 
PrhEN 1504-3 STRUCTURAL AND NON STRUCTURAL REPAIR TO BE SENT TO FORMAL VOTE 
 
PrhEN 1504-4 STRUCTURAL BONDING     SENT TO TC 104 FOR FORMAL VOTE: 4 SEPTEMBER 2003 
 
PrhEN 1504-5 CONCRETE INJECTION     SENT TO TC 104 FOR FORMAL VOTE: 3 NOVEMBER 2003 
 
PrhEN 1504-6 ANCHORING PRODUCTS     TO BE SENT TO CEN ENQUIRY 
 
PrhEN 1504-7 REINFORCEMENT CORROSION PROTECTION  TO BE SENT TO CEN ENQUIRY 
 
PrEN 1504-8  EVALUATION OF CONFORMITY    SENT TO TC 104 FOR FORMAL VOTE: 4 SEPTEMBER 2003 
 
 
PrEN 13295  CARBONATION RESISTANCE     SENT TO CMC FOR FORMAL VOTE: 3 AUGUST 2003 
 
PrEN 13396  CHLORIDE ION INGRESS      SENT TO CMC FOR FORMAL VOTE: 3 AUGUST 2003 
 
PrEN 14406  EXPANSION RATIO AND EXPANSION EVOLUTION SENT TO CMC FOR FORMAL VOTE: 3 SEPTEMBER 2003 
 
PrEN 14117  VISCOSITY OF CEMENTITIOUS INJECTION PRODUCTS  SENT TO CMC FOR FORMAL VOTE: 3 SEPTEMBER 2003 
 
PrEN 14497  FILTRATION STABILTY     SENT TO CMC FOR FORMAL VOTE: 3 SEPTEMBER 2003 
 
PrEN 14498  VOLUME AND WEIGHT CHANGES   SENT TO CMC FOR FORMAL VOTE: 3 SEPTEMBER 2003 
 
 
PrEN 1544  CREEP UNDER SUSTAINED TENSILE LOAD   DEADLINE FOR COMMENTS: 20 JULY 2003 
 
PrEN 1881  PULL OUT TEST OF REBAR      DEADLINE FOR COMMENTS: 5 OCTOBER 2003 
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PrEN 14629  CHLORIDE CONTENT IN HARDENED CONCRETE  DEADLINE FOR COMMENTS: 6 SEPTEMBER 2003 
 
PrEN 14630  CARBONATION DEPTH IN HARDENED CONCRETE  DEADLINE FOR COMMENTS: 6 SEPTEMBER 2003 
 
 
Pr EN 104-875 CORROSION PROTECTION TEST    TO BE SENT TO CEN ENQUIRY 
 
PrEN 104-876 SHEAR ADHESION      TO BE SENT TO CEN ENQUIRY 


